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SUMMARY

Isothermal weight loss studies at the Glenn (Lewis) Research Center were conducted at four temperatures (204,

260, 288, and 316 °C) with specimens of varied geometric shapes to investigate the mechanisms involved in the

thermal degradation of PMR-15. Both neat resin behavior and composite behaviors were studied. Two points of
interest in these studies are the role(s) of oxygen in the mechanisms involved in the thermo-oxidative degradation of

these composite materials and the dimensional changes that occur during their useable lifetime.

Specimen dimensional changes and surface layer growth were measured and recorded. It was shown that physi-
cal and chemical changes take place as a function of time and location in PMR-15 neat resin and composites as

aging takes place in air at elevated temperatures. These changes initiate at the outer surfaces of both materials and

progress inward following the oxygen as it proceeds by diffusion into the central core of each material. Microstruc-
tural changes cause changes in density, material shrinkage (strains), glass transition temperature, dimension,

dynamic shear modulus, and compression properties. These changes also occur slowly, dividing the polymer

material into two distinct parts: a visibly undamaged core section between two visibly damaged surface layers. The

surface layer has a significant effect on compression properties of thinner specimens, but the visibly undamaged core
material controls these properties for specimens having eight or more plies. It was demonstrated that there are three

different mechanisms involved in the degradation of PMR-15 during aging at elevated temperatures. These are a

weight gain, a small weight fraction bulk material weight loss, and a large mass fraction weight loss concentrated at
the surface of the polymer or composite. At the higher temperatures (260 °C and above), the surface loss predomi-
nates. Below 260 °C, the surface loss and the bulk core loss become more equivalent. Between 175 and 260 °C, the

initial weight change is due to a weight gain mechanism with a visible lifetime that diminishes as the aging tempera-
ture increases.

INTRODUCTION

Recent publications have addressed the need for the development of a reliable, predictive mechanistic model to
describe the effects of elevated-temperature isothermal aging of polymer matrix composites on the mechanical and

chemical durability of these materials (refs. 1 to 4). A coupled reaction-diffusion model was used to identify the

degradation mechanism. The mechanisms that are considered for modeling are based on either diffusion-controlled

degradation or reaction-controlled oxygen effects (refs. 1 to 5). These studies considered two extreme conditions that
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were based on oxygen consumption rates. At one extreme, the consumption rate in the polymer was low, and the

reaction rate of the oxygen with the core of the material was controlling. At the other extreme, the reactions in the

composite and neat resin readily digested the oxygen as it diffused into the surface material, the reaction being

controlled by the availability of oxygen• Thus, diffusion controlled the degradation process. Both neat resin behavior

and composite behaviors were studied. Two points of interest in these studies are the roles that oxygen played in the

mechanisms involved in the thermo-oxidative degradation of these composite materials and the dimensional changes

that occurred during their useable lifetime.

Isothermal weight loss studies at the Glenn Research Center were conducted at four temperatures with speci-

mens of varied geometric shapes to further investigate the mechanisms involved in the thermal degradation of

PMR-15. The dimensional changes and surface layer growth were measured and recorded• The data were in agree-

ment with those published in references 1 and 2. An initial weight increase reaction was observed to be dominating

at the lower temperatures. However, at the more elevated temperatures, the weight loss reactions were prevalent and

masked the weight gain reaction. These data confirmed the findings of the existence of a weight gain reaction pub-

lished in reference 2. Surface-dependant weight loss was shown to control the polymer degradation at the higher

temperatures.

MATERIALS STUDIED

Some of the materials data presented herein were obtained from references 1 to 6. The materials used in refer-

ences l, 3, and 4 to 6 were processed at the Glenn Research Center. The details of the processing for these materials

are also available in these publications. The new data reported herein were measured at the Glenn Research Center.

Materials were fabricated in matched metal die molds in the form of neat resin PMR-15 and were cured at 316 °C

for 2 hr. All materials except those processed in reference 6 were postcured in air at 316 °C for 16 hr. The quality of

these materials was confirmed by nondestructive evaluation procedures and by metallographic photography during

aging.

Specimens of different sizes were machined to size by a water-cooled micromachining diamond saw. The

dimensions, surface areas, and volumes of the specimens are listed in table I.

TABLE I.-----DIMENSIONS, VOLUMES, AND SURFACE AREAS OF

Temperature,
°C

316

288

260

2O4

NEAT RESIN SPECIMENS

Length, Width,
L, W,

cm cm

3•90 0.73
3.90 .49
1.99 .50
1.99 .49

4.00 0.99
4.00 .49
1.99 1.02
2.01 .50
1.99 .49

3.90 1.00
3.90 .50
1.99 .99

1.99 .50
3.90 0.99
3.90 .49
1.99 1.00

1.99 .49

Thickness, Volume,
t, V,

cm cm 3

0.106 4.97
•102 3.29
.104 1•70
.105 1.71

0.109 7•16
.110 3.62

All 3.73
All 1.85
.111 1.83

0.105 6.77
.101 3.26
.103 3.36
.105 1.73

0.103 6.63
.099 3.16
.101 3.35
.106 1.73

Surface area,
S,

¢m 2

40.42
28.46
14.84
14.92

57.51
31.32
29.96
16.43
16.03

56.51
30.61
29.37

17.56
56.70
30.45
21.51
16.13

TESTING

The polymer specimens were aged in air-circulating ovens after drying at 125 °C for 24 hr to remove all mois-

ture. The oven airflow rates were maintained at 100 cm3/min. The study temperatures of 204, 260, 288, and 316 °C

were measured by nine calibrated thermocouples as specified in ANSI/ASTM E 145-68. The specimens were

removed from the ovens at regular intervals and placed in a desiccator where they cooled to room temperature.
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Figure 1 .--Marked index position for dimensional measurements. Total measurements made:
10 thicknesses, 4 widths, 3 lengths (1-4; 4-6; 6-9; 9-1; 7-3; 8-2; 10-5).

The specimens were not removed from the desiccator until they were weighed. After the weights were recorded, the

dimensions were measured and metallographic samples were removed for examination of the surface layers. They

were then returned to the ovens. The maximum aging time was limited to approximately 4000 hr.

Dimensional measurements were made using a Nicon Measurescope 10 traveling microscope with an accuracy

of_+0.00127 mm. Ten separate measurements were made of each specimen thickness at indexed points around the

perimeter as shown in figure 1. Seven length and width measurements were made at the same indexed locations; that
is, a total of three length and four width measurements was recorded. Average values of the dimensions were used

in all calculations. In some instances there were uncertainties in the length measurements because the polymer speci-

mens were warped.

Glass transition temperatures TG for the neat polymer and composites were measured by dynamic mechanical
analysis (DMA) testing. A Rheometrics RMS-800 rheological spectrometer was used to take measurements of the

rectangular test pieces. The two components of the complex shear modulus were measured as a function of tempera-

ture. The test pieces were stressed in torsion across the specimen widths. The heating rate was 5 °C/min, the fre-

quency was 6.28 radians/s, and the strain was 0.2. All specimens were dried in an air-circulating oven at 125 °C for

24 hr before they were tested. This was a sufficient amount of time to reduce the moisture content to very low levels.
The glass transition temperature was determined by measuring the intersection of the two tangents to the linear por-

tions of the stored shear modulus G' curve where it suddenly dropped to a minimum.

The densities of neat resin were measured as specified in ASTM D-792 before aging and after approximately

4000 hr of aging at the four elevated temperatures.

All compression tests of the composite specimens were performed according to the conditions specified in "Test

Method for Compressive Properties of Rigid Plastics" (ASTM D--695M): crosshead speed, 1.2 mm/min; tempera-
ture, 23.3 °C; and relative humidity, 50 percent. The specimens were conditioned at 125 °C for 16 hr before com-

pression tests were conducted. No end tabs were used. Strain was measured with an extensometer, and moduli were
measured using strains and loads at 500 and 1500 microstrain.

A traveler specimen was aged with the polymer test specimens. Small slices were removed from the traveler

when the test specimens were removed for weighing and dimensional measurements. The layer thickness measure-

ments were made from photomicrographs taken using differential interference contrast to accentuate the changes in

gray tones at the damage surface interface with the visibly undamaged core. The final polishing medium used to

prepare the mounted specimen was a 0.05-micron colloidal silica emulsion.

The fiber contents of the composites were measured by acid digestion as described in ASTM D-3171. The void
content was calculated as the difference between the specific volume of a composite specimen (measured using the

immersion technique as specified in ASTM D-792) and the theoretical specific volume calculated from the acid

digestion results. The differences were divided by the measured specific volume and multiplied by 100 to give the
void volume in percent. The densities of the resin and fiber were taken to be 1.32 and 1.78 g/cm 3, respectively.
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RESULTS

Density Changes

The measured density values for the neat resin specimens are presented in table II. The densities increased by

about !.5 percent for the specimens aged for 4000 hr at 204 and 260 °C and by almost 0.9 percent after aging for
3300 hr at 316 °C. The data in figure 2 (ref. 5) confirm the measured data in table II and indicate that neat resin

specimens aged in air do exhibit an increase in density during thermo-oxidative aging. In contrast to this observa-

tion, the specimens aged in nitrogen appear to show a trend of decreasing density with time at temperature. These
data suggest that the central core is not completely isolated from the oxidative atmosphere since the measured den-

sity is shown to increase after aging in air. The data also suggest that thermal mechanisms, which cause a decrease

in volume and an initial rapid loss in weight, are experienced by the specimens aged at higher temperatures (above

260 °C). In both cases, the decreasing density is probably due to the diffusion of gaseous cure reaction products
from the bulk of the specimens.

The densities of the fabric-reinforced composites aged at elevated temperatures for extended time periods were
calculated from before and after weight and dimension measurements made during aging from data presented in

reference I. The results are presented in table III. The composite specimens aged at the lower temperatures had

measured densities greater than the initial values, thus indicating an increase in weight and/or a decrease in volume
during the aging period.

Dynamic Mechanical Analysis

Figure 3 shows the data for the neat resin specimens aged at 316, 288, 260, and 204 °C for 2534, 4072, 4312,

and 4200 hr, respectively. Unaged specimen data are also presented for reference. It is evident that significant

crosslinking continues during the duration of aging for the specimens aged at 316 and 260 °C. This crosslinking

probably contributes to the shrinkage in the volume of the polymer. The stored shear moduli for the specimens aged

at 316 and 204 °C are lower than that for the specimen aged at 260 °C because the surfaces of the two specimens

had experienced cracking during the aging period. Cracks on the surface of the specimens aged at 316 °C penetrated
farther into the thickness than those on the surfaces of the specimens aged at 204 °C.

Some 6.35-mm-thick T650-35 fabric/PMR-15 composite test pieces were machined as shown in table IV

(ref. 7). Figure 4 presents a plot of the measured stored shear modulus for four specimens from different positions
through the thickness of a specimen aged for 2090 hr at 316 °C. The first cut is not shown in table III because most

of the matrix material was oxidized away. The data in curve 1 (curve 2 in fig. 4) are for the machined specimen con-

taining the partially oxidized surface layer. The numbering increases with the depth through the original specimen,
with curve 4 being close to the center of the specimen. The surface test piece (not shown in table III) has a stored

modulus about 2 orders of magnitude less than the central pieces. This value is attributed to the very low amount of

matrix at the surface. The glass transition temperatures TG of specimens 1 and 2, as measured by the interception of
the two stored modulus slopes, are greater than those of specimens 3 and 4, which indicates that there is a gradient

of degradation through the core of the aged composite. The glass transition temperatures and stored moduli of these

specimens are also greater than those of the neat resin aged for 2534 hr at the same temperature. The greater modu-
lus is due to the influence of the carbon fabric reinforcement.

Thermo-Oxidative Stability

The neat resin weight loss data measured in this study at the four temperatures are presented in figure 5. The

data in this figure were measured from specimens that were nominally 5.08 by 12.7 by 2 mm to assure that no geo-
metric effects would bias the comparison of data measured at different temperatures. The maximum data point for

the material aged at 316 °C is limited to the weight loss at 2800 hr because surface cracks began to form and the

weight loss accelerated. Weight loss data for specimens aged at temperatures above 288 °C indicate that the weight

loss is a function of the surface area. This relationship is shown in figure 6 where the weight losses for specimens

with different surface areas (see table I) are plotted against surface area and specimen volume. When the aging tem-

perature is reduced to 204 °C, the weight loss data shown in figure 7 appear to be partially dependent on both the
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TABLE II.--DENSITIES OF NEAT RESIN SPECIMENS

Material Sample
number

PMR-15 1

2

3

4

5

6

7

8

9

11

12

13

Aging Aging time,

temperature, hr

°C

204 4400

260 4300

316 2800

Unaged Unaged

Density,

P,

g/cm 3
1.339

1.335

1.337

1.336

1.334

1.339

1.332

!.327

1.327

1.317

1.315

1.320

TABLE III.-- DENSITIES AND FIBER CONTENTS OF

Sample
number

1

2

3

4

5

6

7

8

9

10

11

12

T650-35/PMR-I 5 COMPOSITE

[Ft

Aging Aging Density, Fiber,

temperature, time, p, wt %

°C hr g/cm _
316 500 1.530 64.11

1.535 64.80

1.506 64.22

316 500 1.535 68.51

1.556 66.96

1.558 67.98

Unaged Unaged 1.584 67.89
1.578 67.09

1.571 67.99

Unaged Unaged 1.588 68.84
1.595 68.28

1.588 69.22

®
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Figure 2.--Density changes of PMR-15 neat resin specimens during aging in air and nitrogen at 316 °C
(ref.5).
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Figure 3.--Dynamic shear modulus measurements of PMR--15 neat resin specimens after aging. (a) No aging.
(b) 316 °C for 2534 hr. (c) 260 °C for 4312 hr. (d) 204 °C for 4200 hr.
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TABLE IV.----COMPRESSION STRENGTHS

AND MODULI OF COMPOSITE SPECIMENS'

Cut Strength, Modulus,
number MN/m 2 GN/m 2

1 137.3 56.9
2 299.6 56.7

3 264.6 62.9

"Takenfrom different depths through the
thickness of thick laminate aged at 260 °C for
20 000 hr.

O4

E

>..
"o

_=
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_d
E
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10 9 :__--

lOs _

10 7
0
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I I I I I
100 200 300 400 500

Temperature, °C

Figure 4.--Stored moduli of T650-35/PMR-15 com-

posite specimens located at different distances
from resin-rich surfaces in thickness direction of

20-ply plate. Plate aged in air at 360 °C for 2090 hr.
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Figure 5.--Weight loss fraction of PMR-15 neat resin

specimens as function of aging time and temper-
ature.
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Figure 6.--Weight loss fraction of PMR-15 neat resin
specimens as function of aging time and specimen
surface area and volume. Polymer aged at 288 °C.
(a) Surface area. (b) Volume.
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Figure 7.--Weight loss fraction of PMR-15 neat resin

specimens as function of aging time and specimen
surface area and volume. Polymer aged at 204 °C.
(a) Surface area. (b) Volume.
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Figure 9.--Weight loss percent of T650-35/PMR-15

composites as function of aging time and specimen
thickness at 316 °C.

surface area and the volume. The slight spread in data at longer times is due to the decrease in specimen dimensions

over the duration of aging. This spread resulted in a decrease in surface areas and volumes. The initial (unaged)

areas and volumes were used in all calculations. The slope of a straight line through the data gives a constant value

of weight loss per unit volume per hour or a weight loss per unit area per hour. Thus, to accurately compare weight
loss data on a percent basis, the specimen surface areas must be similar.

Ultrasonic C-scans indicate a degradation of the polymer during aging. This degradation is probably due to a
mechanism that involves a loss of weight at a much lower rate than that from the surfaces because of the slow rate

of diffusion of degradation products from the core material. Initially, as seen in figure 8 (ref. 2), a weight gain

occurred in specimens aged at temperatures of 225 °C and below and was probably due to reactions such as carbonyl
formation and thermo-oxidative crosslinking. The observed weight loss is consistent with the more intensive (shorter
time between measurements) lower temperature thermo-oxidative study results reported in reference 2. No mass

changes were observed at 150 °C, but changes were observed at 175 °C and above. The durations of time during
which the weight gain persisted were 600 plus hr at 175 °C and 50 hr at 250 °C.

It is appropriate to compare the composite degradation mechanisms with those of the neat resin. Typical weight
loss plots for T650-35 fabric/PMR-15 composites aged in air at 316 °C are shown in figure 9. The data can be

divided into three different sections. From the origin to point A, there is a rapid increase in weight loss proportional

to the volume of the specimen. Again, this increase is attributed to the diffusion of gaseous cure and postcure reac-

tion products from the samples. Carbon dioxide (CO2), carbon monoxide (CO), and water (H20) make up the domi-
nant group of degradation products released during elevated temperature exposure (ref. 2). At temperatures below
350 °C, CO 2 is the predominant reaction product (ref. 2). Carbon monoxide begins to evolve above 350 °C and

becomes the major compound at 400 °C. The release of gaseous products was reported in reference 8. Laminate

panels with aluminum foil bonded to both resin-rich surfaces developed surface bubbles beneath the foil during

aging at 316 °C (ref. 8). This occurrence should be acknowledged when consideration is given to protecting com-
posites with impervious coatings. The weight loss becomes linear with time between A and B and is attributed to

normal thermal and oxidative reactions. After point B, the weight loss rate is accelerated by reason of the increase

in surface area caused by the initiation and growth of surface microcracks that also allow easier penetration into the

specimen by atmospheric oxygen. The cracking occurs at a much faster rate than observed with neat resin specimens
and continually increases in depth with increasing aging time at equivalent temperatures. No asymptotic behavior is

observed. The cracking can be attributed to the shrinkage of the polymer matrix during oxidation at the elevated
temperature (refs. 9 to 11 ), increasing the mismatch in strain between the reinforcement and the matrix.

NASA/TM--2001-210602 8
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Figure 10.--Development of oxidized surface layer on neat resin and T650--35/PMR-15 composite after aging in
air at elevated temperatures. (a) PMR-15 neat resin oxidized surface layer. Surface layer thickness, ts; core
thickness, tC (ref. 7). (b) T650-35 composite oxidized surface layer.

Surface Layer Growth

Figure 10 shows a schematic of the development of an oxidized surface layer on both neat resin and fabric-

reinforced composites. The layers in the neat resin (fig. 10(a), ref. 7) have a uniform and very small thickness

throughout all outer surfaces. The thickness approaches a maximum of about 0.25 mm during aging at 204 °C.
Surface layer growth data for neat resin specimens during aging at 204, 260, 288, and 316 °C are given in figure 11.

All the data mass together below a 0.25-mm thickness. The data from specimens aged at 316 °C are in agreement

with those published in references 6, 12, and 13. Even though reference 13 contains a number of misconceptions

and misstatements, the data are reliable. There are differences in the initial portion of the curves, which is the time

to approach the maximum thickness. Although the 204 °C aging data reach the maximum surface layer in about

750 hr, it takes longer for the other data to do so. The reason for the difference is based on the surface weight loss
rates and the oxygen diffusion rates. The slopes of the curves of weight loss per unit surface area are 3.86x10 -6,

3.444x10 -6, 8.68x10 -7, and 2.09x10 -'7 gm/cm2-hr for the 316, 260, and 204 °C data, respectively. Because the

weight loss rate at 204 °C is much smaller than that at 316 °C, the surface of the specimen aged at the lower tem-

perature loses less weight than the specimens aged at the higher temperatures and the outer surface moves inward at

a slower rate than the interface. The oxygen is not significantly consumed in oxidative reactions until the maximum

surface layer thickness has been established. The diffusion of the oxygen is hindered by the devouring of the reac-

tant in the oxidative reactions at the higher temperatures. The data in figure 11 are in agreement with the coupled
reaction-diffusion and chemical reaction models studied in reference 1.

In contrast, the surface layer for the composite (fig. 10(b)) is uniform for both resin-rich surfaces but has an

elliptical shape at the cut surfaces. The greatest penetration is at the midplane of the specimen. The depth of penetra-

tion is dependent on the thickness of the specimen, with the deepest penetration occurring in the thickest material

(ref. I 0). This elliptical shape may be due to the increase in resin volume percent as one nears the center of the com-
posite thickness. This has been observed and reported in reference 12. Nelson (ref. 13) examined the growth of edge

cracks in PMR-15 and LARC-160 matrix composites. The thicknesses were kept constant and the crack progression

into the composite was monitored with an x-ray-absorbing zinc iodide solution. A time-temperature superposition
of the crack data was performed using an Arrhenius form for the shift factor. A direct correlation was found for a

NASA/TM--2001-210602 9
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Figure 11 .--Development of PMR-15 neat resin surface layer as function of aging time and
temperature.

Celion/LARC-160 composite but not for a Celion/PMR-15 composite. The radiographic method that was used did
not allow the parabolic-shaped edge damage (fig. 10(b)) to be detected and accounted for in the correlation.

Dimensional Changes

Figure 12 presents the data from the present study as a fraction of shrinkage in various dimensions of neat resin

PMR-15 specimens. If the dimensional changes per unit length were constant throughout each dimension, the data

would collapse onto one curve. They do not do so as evident from the plot of the 204 °C data, which show signifi-

cant scatter in dimensional measurements from aging times of 1900 to 3300 hr. The reported measurement accuracy
of the traveling microscope is -_L-0.00127 mm, well below the observed scatter. Fine surface cracks began to form
around 2400 hr and they increased in number and crack width as time progressed. Surface cracks also were observed

on specimens aged at 316 °C after 2800 hr. No severe dimensional changes were evident, perhaps because of the
extreme differences in the magnitudes of the ordinate scales between the 204 and 316 °C data. No cracks were

observed on the surfaces of specimens aged at 260 or 288 °C during their testing times. The data in figure 13 indi-
cate that the polymer dimensional changes are related to the weight loss for specimens that were aged at 316 °C.

Figure 14 shows a plot of composite data of T650-35 fabric-reinforced PMR-15 aged at 316 °C with data from

neat resin specimens. The data from the fabric-reinforced composites are not as would be expected in comparison

with the neat resin data because the composites contain only a nominal 40 percent of resin. The composite data fea-

ture a rapid rise in through-the-thickness shrinkage during the first 250 hr of aging. This shrinkage is significantly

more than the change in thickness exhibited by the neat resin specimens and is about equal to the rates of change for

the neat resin lengths. The explanation is that there is a faster release of cure and postcure reaction products from the

small composite specimens along the fiber-matrix interfaces. The specimens measured 75.2 by 3.3 by 2.5 mm nomi-
nally with the fibers oriented in the 75.2 direction. In contrast, all reaction products must be released from the neat
resin specimens by diffusion.

Weight Loss Partitioning

It is assumed that the measured weight loss is due to the material lost in the formation of the surface layer, the
loss of oxidized surface material, and the outward diffusion of the degradation products of the central bulk of the

specimen, causing bulk volume shrinkage. The theoretical volume decrease can be obtained by dividing the

NASAffM--2001-210602 10
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Figure 12._rinkage of PMR-15 neat resin as function of aging time and dimensions. (a) Aging at 316 °C.
(b) Aging at 260 °C. (c) Aging at 260 °C. (d) Aging at 204 °C.

measured weight loss by the polymer density. The measured volume loss can be calculated from the changes in

specimen dimensions during aging. The difference between the measured volume loss and the calculated volume
loss can be assumed to be due to shrinkage of the specimen that involves no weight loss if it is a positive difference.

If it is a negative difference, some of the weight loss is coming from the core material and no thermal shrinkage of
the core could be separated from the chemical degradation weight loss. Logically, some of the core shrinkage would

be accompanied by a weight loss, so the calculated volume loss based on the total weight loss is not completely

accurate. The value for the material density is in error. The volume loss would be greater than the actual amount.

Although the distribution of the measured weight loss between surface loss and bulk polymer loss cannot be esti-

mated by comparing the calculated volumes of the aged specimens with the calculated volumes of the initial unaged

specimen dimensions, an indication of the central core shrinkage is apparent in the data presented in references 5

and 6. The shrinkage of PMR-15 neat resin specimens cured in nitrogen at 316 °C (fig. 15, ref. 6) appears to ap-

proach a maximum of about 0.6 percent after 801 hr of aging. Specimens aged in air at the same temperature and
time show shrinkage values of 1 percent with no evidence of asymptotic behavior.

NASA/TM--2001-210602 11
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TABLE V.--MEASURED WEIGHT LOSSES AND WEIGHT LOSSES CALCULATED FROM VOLUME

CHANGES FOR PMR-I 5 AFTER AGING AT VARIOI S TEMPERATURES FOR DIFFERENT TIMES

Aging Aging Lenglh, Width,

temperature, time, L, w,
°C hr mm mm

316 2800

260 4000

204 4400

9.76 1.79

9.75 1.21

4.97 1.21

4.97 1.21

9.89 2.53

9.89 1.26

5.05 2.52

5.59 1.26

9.89 1.25

9.90 2.53

5.06 2.52

5.06 1.26

5.07 1.25

Thickness,

t,
mm

0.229

.220

.220

.226

0.258

.260

.252

.248

0.251

.260

.255

.262

.266

Measured

weight
loss,

AW,

g
0.877

1.217

.472

.450

0.274

.145

.140

1.926

0.029

.046

.027

.016

.017

Calculated

weight loss

by volume

difference,

g
0.558

1.199

.412

.289

0.349

.011

.186

-.034

0.064

.123

.078

.044

.038

Difference

in weight
lOSS,

g

0.318

.017

.059

.161

-0.075

.133

-.046

1.961

-0.035

-.077

-.051

-.027

-.021

Difference

in volume,
cm 3

0.37

.00

.04

.12

-0.05

.10

-.03

1.48

-0.02

-.05

-.03

-.02

-.01

Table V presents values calculated from the measured weight loss differences and weight losses converted from

volumes by multiplying by the composite density. At the lower two temperatures, these differences are consistently

less than the weight losses calculated from the difference in volumes and weight losses of the starting material and

the aged material. Calculations were made using the following formulas:

and

AW
-- - AV = AC (1)

P

AW- AVp = zXD (2)

where AW is the measured weight loss, AV is the measured loss in specimen volume, p is the measured specimen

density, AC is the change in volume in the bulk of the specimen, and AD is the change in weight. The value of AC

can be converted to a linear value by dividing by two times the specimen surface area to give the linear shrinkage in

each dimension. The cut surfaces make up a small portion of the total surface area of a specimen, so the calculated

values of shrinkage are reasonable. The mass loss AD is positive and decreases as the aging temperature decreases,
whereas the shrinkage AC becomes negative in equation (2) because AVp becomes greater than AW. The data from

this investigation seem to confirm the conclusions presented in reference 4; that is, there appear to be at least three

mechanisms in operation during the thermal aging of PMR-15: a weight gain throughout the composite (not proven

in this section), a temperature-dependent weight loss concentrated in the surface area of the composite and dominat-

ing the total degradation, and a smaller and less temperature-dependent weight decrease concentrated in the bulk of

the composite.

If the weight loss were distributed between the surface oxidation and the core thermal degradation, it would

seem logical to model it by a simple binomial equation of the form

AW = Vx + Sy (3)

where AW is the weight change over a specified period of time, V is the specimen volume, x is the specimen weight
loss per unit volume, S is the specimen surface area, and y is the weight loss per unit surface area. The values for x

and y could be determined by solving two simultaneous equations using values of V and S from two geometrically

different specimens. The results of this analysis were not consistent, and therefore it is assumed that the weight loss

mechanisms are more complex and the rates of weight loss are not constant throughout each of the two different

sections of the specimens. This situation can only be described by more complex relationships.
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One can easily derive relationships to calculate the amount of the surface weight loss and the total specimen

volume shrinkage from dimensional change data measured during the aging of the neat resin specimens of PMR-15.

Shrinkage due to the coefficient of thermal expansion (CTE) in cooling from the aging temperature to the room tem-

perature will be ignored. The CTE calculations for PMR-15 aged at 316 °C are presented in reference 6. Treating

the surface layer shrinkage and movement inward with the specimen surface as a strain called "pseudostrain," one
can mathematically model the change in dimensions. For a neat resin specimen like the schematic in figure 16, the

overall shrinkage at room temperature in each of the three dimensions can be calculated by using the following

pseudostrain notations:

tre S + (t i -2ts)e. C = At (4)

tre s + (w i -- 2ts)e c = Aw (5)

tTe.s + ( Li - 2ts )_-C = AI. (6)

and

(t, w, or L) - 2tsE S = dimension of core material (7)

where

t T original thickness of specimen, mm

_s surface layer shrinkage, mm/mm

ts thickness of surface layer, mm

ec core shrinkage, mm/mm

w width of specimen, mm

L length of specimen, mm

Subscript:

i dimension at designated aging time

NASA/TM--2001-210602 14



Thethicknessof the surface layer is the measured surface layer thickness after aging. The thickness approaches a

constant value after a short period of time.
The values of the surface layer movement and the core material shrinkage can be calculated by simultaneously

solving any two equations from maybe (4), (5), and (6). Three values of each were calculated solving three sets:

(4) and (5), (4) and (6), and (5) and (6). For all three equations, tl_ S is the same and cancels out in the calculations.

Table VI presents the results of these calculations for neat resin specimens. As seen from the table, two significant
results are evident: the first is that there is almost as much as 2 magnitudes of difference in the values of the two-

dimensional decreases. The shrinkage of the surface is the larger. The surface layer thickness remained constant

with varying specimen thickness so most of the shrinkage is due to the loss of surface material. The second is that

the shrinkage of the surface shows large variations in calculated strains among the three combinations of equations.
Because the surface recession measurements reflect surface layer shrinkage and surface movement inward, they do

not agree with those calculated from bimetallic-type curvature measurements (ref. 6). When an aged specimen of

PMR-15 was split through the center plane so that there were two bimetallic-type specimens, the resulting curvature
was concave toward the core side. The strains calculated in reference 6 are measured along the length of the surface

of the specimen and through the thickness. Also, the calculations used in reference 6 give values of the surface layer

shrinkage in reference to the thermally induced shrinkage of the core material. Using as the core shrinkage (ref. 6)

the polymer shrinkage values measured during aging in a nitrogen atmosphere, calculations utilizing these equation

pairs show that the room temperature shrinkage strain of the surface layer is a compressive 1 percent strain after

aging at 316 °C for 800 hr. The core shrinkage was 0.57 percent under the same time-temperature conditions. Ex-

perimentally proven in reference 14, this result suggests that any surface cracking that occurs from extended thermal

cycling initiates at the elevated temperature and is intensified by the cyclic compressive forces experienced during

cooldown cycles.
In the derivation of equations (4) to (7), it was tacitly assumed that the surface layer and the core material

shrank homogeneously throughout each dimension. It is apparent that this is not true from examination of table VI.

The three pairs of equations for each time and temperature combination give different values for the core shrinkage

_c" The reason may be a variation in shrinkage strain in the core material with the change in the distance z in
figure 16. Figure 17 shows a schematic of the physical state that the solution describes for each pair of equations (4)

to (6) using the values of the three specimen dimensions. The calculated values of the strains only pertain to the
volumes of material in the unshaded areas of the sketch. They show that there are differences as one scans across the

specimen dimensions. The smallest dimension (2.4-mm thickness) is more sensitive to the surface layer shrinkage
and surface material loss than the other two. In contrast, the changes in the specimen length dimension of 53.5 mm

show that the changes are more representative of the central core material. The differences in the three calculated

values of Ec are consistent in that the magnitudes of the values from the equations are ranked in this order:
equation (6) > equation (5) > equation (4). This suggests that shrinkage of the core decreases as one traverses

through the thickness toward the center of the aged specimen (as z increases). Equations (4) and (5) represent mate-

rial extending from the center to distances from the surface layer equivalent to the width and thickness, respectively.
The calculated values of shrinkage for the pairs of equations containing the two smallest dimensions (-25 or -12.5

and -2.6 mm) consistently give the largest values of the three calculations. This indicates that the cores having the

lesser thickness experience greater overall shrinkage than the thicker specimens. As one traverses from the thickness
centerline toward the thickness or width surfaces, the amount of shrinkage experienced by the polymer increases.

The values of the three ec calculations at the same temperatures and the calculated through-the-thickness strains are
also shown in table V. The values from equation (4) are subtracted from the values from equation (3) and are com-

pared with the values from equation (6). The results should equal the shrinkage calculated with the strain from equa-

tion (6). The agreement is very good and verifies the suitability of the analysis for modeling the degradation process.

Compression Property Changes

Thick composite specimens aged at 260 °C for 20 000 hr were sliced into 2.54-mm-thick slabs parallel to the
resin-rich surfaces as shown in table IV (refs. 15 and 16). The room temperature compression properties were meas-

ured and are also included in this figure. It is apparent that the surface layer is damaged more severely than the ma-

terial in the specimen core. It is also significant that there is little difference in the strengths of the two central

specimens and that the modulus remains constant throughout the cross section, probably because the moduli were
measured at the lower end of the stress-strain curve (between 500 and 15 000 microstrain, ref. 15) and the graphite-
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TABLE VI:--CORE AND SURFACE SHRINKAGE AND STRAIN FOR PMR-15 NEAT RESIN SPECIMENS AGED AT

Aging conditions

Temper- Time,

ature, hr

oC

204 4400

260 4300

288 4000

316 2800

"Aged at 316 °C.

VARIOUS TEMPERATURES FOR 2800" AND 4400 HOURS

Equation Length,

pairs b L,

mm

(4)and(5) 99.093
99.068

50.734

50.7746

50.787

(5) and (6) 99.093

99,068

50.734

50,7746

50.787

(4)and (6) 99.093

99.068

50.734

50.7746

50.787

(4)and (5) 99.1743
99.1565

50.7085

50.7695

(5) and (6) 99.1743
99.1565

50.7085

50.7695

50.734

(4) and (6) 99.1743

99.1565

50.7085

50.7695

(4)and(5) 101.7544

101.7621

50.7459

51.1632

50.7766

(5)and (6) 101.7544

101.7621

50.7459

51.1632

50.7766

(4)and(6) 101.7544
101.7621

50.7459

51.1632

50.7766

(4)and (5) 99.1159

99.1108

50.7848

50.734

(5)and(6) 99.1159

99.1108

50.7848

50.734

(4)and (6) 99.1159

99.1108

50.7848

50,734

Width, Thickness,

W, t,

mm mm

25.3677 2.64

12.6034 2.532

25.593 2.586

12.626 2.704

12.7356 2.65

25.3677 2.64

12.6034 2.532

25.593 2.586

12.626 2.704

12.7356 2.65

25.3677 2.64

12.6034 2.532

25.593 2.586

12.626 2.704

12.7356 2.65

25.5473 2.675

12.733 2.586

25.342 2.617

12.7249 2.682

25.5473 2.675

12.733 2.586

25.342 2.617

12.7249 2.682

12.681 2.551

25.5473 2.675

12.733 2.586

25.342 2.617

12.7249 2.682

25.3634 2.776

12.6837 2.806

25.9245 2.835

12.7305 2.844

12.6987 2.843

25.3634 2.776

12.6837 2.806

25.9245 2.835

12.7305 2.844

12.6987 2.843

25.3634 2.776

12.6837 2.806

25.9245 2.835

12.7305 2.844

12.6987 2.843

18.6139 2,697

12.6759 2,604

12.7533 2.642

12.681 2.668

18.6139 2.697

12.6759 2.604

12.7533 2.642

12.681 2.668

18.6139 2.697

12.6759 2.604

12.7533 2.642

12,68l 2,668

Shrinkage, Strain

mm

Core Surface

0.044 0.016

.0663 .0425

.2704 -.2183

.0108 .0611

.0372 .0548

-0.0157 0.0757

-.3893 .4981

.2704 -.2183

.0108 .06ll

.0372 .0548

0.0283 0.0317

-.323 .4318

.018 .0341

.0381 .0338

.0634 .0286

0.1473 0,061

.0172 .1885

.0325 .0817

-.1059 -4.7796

0.1473 0.061

.0172 .1885

.0325 .0817

-.1059 --4.7796

.2197 .7595

0.1169 0.09t4

.1274 .0783

.0259 .0883

-5.0785 .193

0.2866 0.2696

.3399 .2240

.1035 .2252

.3822 -.0284

-,1113 .2009

0.0881 0.4681

.0434 .5205

.0421 .2866

-.2119 .5657

.0247 .0649

0.3743 0.1819

.3831 .1808

.1452 .1835

.1777 .1761

-.0864 .1760

0.2136 1.2978

.1733 1.3418

.1572 .919

.102 .8772

1.1094 0.402

1.3762 .4036

.6444 .4318

.5716 .4076

1.0880 0.4234

1.1080 .4071

.6359 .4403

.5649 A143

Surface

0,001

.003

-.009

.005

.004

0.029

.197

-.084

.023

.021

0.012

.17l

.013

.013

.011

0.002

.015

.003

-.376

0.023

.073

.031

-1.782

.298

0.034

.030

.034

.072

0.097

.080

.079

.010

.071

0.169

.185

.101

.199

.023

0.066

.064

.065

.062

.062

0.070

.106

.072

.069

0.149

.155

.163

.153

0.157

.156

.167

.155

bPseudostrain equations (4), (5), and (6) used to simultaneously calculate values of surface layer movement and core material

shrinkage. See discussion in section on Weight Loss Partitioning, p. 14.

Core

0.001

.003

-.009

.005

.004

0.033

.231

-.099

.026

.024

0.014

.200

.015

.015

.013

0.002

.015

.003

-.389

0,027

.088

.038

-2.13

.356

0.041

.036

.041

.086

0.011

.018

.009

.002

.016

0.019

.042

.011

.046

.005

0.007

.015

.007

.014

.014

0.071

.109

.075

.072

0.177

.185

.194

.181

0.186

.186

.198

.184
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Equations
(4) and (5)

uaUons

Equations
(4) and (6)

BB

Weight loss per unit surface
area calculated for this

portion

Thickness or width dimension

minus surface layer
Surface layer

(Length minus width)/2

Figure 17._Specimen areas described by equations (4) to (6).

fiber-reinforcement modulus does not change unless the fibers begin to oxidize. The strength and modulus of the

unaged material were about 700 MN/m 2 and I00 GN/m 2, respectively. The damaged surface layer retained 20 per-

cent of the original strength and 57 percent of the unaged modulus. One other critical point to note is that the visibly

undamaged central core has still lost a significant amount of its compression strength. Similar invisible damage has
been observed and reported for polyimide and epoxy matrix composites that have been aged for up to 50 000 hr at

177 and 288 °C (ref. 17). It was stated in reference 15 that specimens made with four and eight plies of T650-35/

PMR-15 were aged long enough for the entire thickness of each specimen to contain damaged surface layer mate-

rial. These totally damaged specimens retained 20 percent of the original strength and the eight-ply specimen

retained 60 percent of the unaged modulus. Retained moduli of the four-ply specimens were variable.

SUMMARY

Physical and chemical changes occur as a function of time and location in PMR-15 neat resin and composites

during aging in air at elevated temperatures. These changes initiate at the outer surfaces of both materials and

progress inward following the oxygen as it proceeds by diffusion into the central core of each material. Microstruc-

tural changes cause changes in density, material shrinkage (strains), glass transition temperature, dimension,

dynamic shear modulus, and compression properties. These changes also occur slowly, dividing the polymer mate-

rial into two distinct parts: a visibly undamaged core section between two visibly damaged surface layers. The sur-

face layer has a significant effect on the compression properties of thinner specimens, but the visibly undamaged
core material controls these properties for specimens having eight or more plies. The minimum compression

strength appears to be around 20 percent of the normalized strength because the strength is a property dominated by

the matrix properties. In contrast, the modulus is a fiber-dependent property and does not appear to approach a limit-

ing value as does the strength.
The study demonstrated that three mechanisms are involved in the degradation of PMR-15 during aging at

elevated temperatures: a weight gain, a small weight fraction bulk material weight loss, and a large mass fraction

weight loss concentrated at the surface of the polymer or composite. At the higher temperatures (260 °C and above),

the surface loss predominates. Below 260 °C, the surface loss and the bulk core loss become more equivalent.
Between 175 and 260 °C, the initial weight change is due to a weight gain mechanism with a visible lifetime that

diminishes as the aging temperature increases.
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